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Abstract. This study evaluated the fatigue strengthening of the foremost trans-

verse hatch coaming stays of 6 sister container vessels of 2650 TEU capacity 

that suffered fatigue cracking after 1.0 year operation on a North Pacific route. 

For that, a simplified method was proposed to validate the fatigue strengthening 

by providing a target hot spot stress reduction factor as a function of the ship 

lifetime at the crack occurrence. Afterwards, further seakeeping and structural 

analyses enabled conducting the spectral fatigue analyses of the considered 

stays' original and strengthened designs and, by then, to validate the fatigue 

strengthening of the stays and the simplified approach. The fatigue driving 

loads, as well as the effect of the long-term operational profiles uncertainties on 

the fatigue were also discussed on the basis of the spectral fatigue analyses. Fi-

nally, crack growth analyses confirmed the criticality of the examined stays 

with regards to rapid fatigue cracking when the fatigue damage is not properly 

considered at the design stage. 
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1 Introduction  

To fit the maximum of 'boxes' in their holds, the container ships include numerous 

structural discontinuities that result in as much hot spot areas prone to fatigue crack-

ing. Therefore, for all structural details referenced as critical, Class rules provide fa-

brication standards and specific fatigue life assessment methodologies, so that the 

fatigue can be properly considered at the design stage. However, fatigue cracking in 

container ships is still an issue to be tackled that requires the continuous development 

of the design and fabrication methods. Recently, significant research efforts focusing 

on large container vessels are put on quantifying the influence of the springing and 

whipping phenomena on the fatigue. Besides, researchers are also addressing the issue 

of relieving the uncertainties with regards to long term operational profile, e.g. opera-

tion area, loading conditions and associated routing under weather and operation con-

straints. 

This study considered the case of 6 sister vessels of 2650 TEU capacity in which, 

despite an extensive fatigue life evaluation at the design stage, cracks appeared early 
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in their operational life and propagated rapidly in the foremost bays' transverse hatch 

coamings stays L2 to L11 at Fr.206 and L2 to L8 at Fr.210. Fig. 1 shows an overview 

of the cracked stays locations in the vessel. The ship-owner reported that, for all of the 

6 vessels, the cracking appeared 1.0 year after the beginning of their operations on the 

North Pacific route from Taipei to Los Angeles and resulted in crack length ranging 

between 50 mm to 350 mm when detected by the crew. Besides, waiting for the stays 

upgrade on the yet uncracked vessels, the crews kept a close watch on those critical 

areas and reported that some previously undetected cracks appeared and propagated 

extensively in the stays after a voyage with particularly adverse weather conditions. 

Based on those observations, this study proposed a method to validate the fatigue 

strengthening of new stays and examined the crack initiation by damage accumulation 

and the subsequent crack propagation through advanced numerical methods involving 

seakeeping and finite element analyses. 

 

Fig. 1. Overview of the considered cracked transverse coamings stays in the vessel. 

This study consists of three main sections. The first section presents a simplified me-

thodology to validate the fatigue strengthening of the cracked stays. The second sec-

tion presents the fatigue damage accumulation assessment conducted to validate the 

fatigue strengthening. The third section discusses on the crack driving loads, on the 

ship operational profile effect on the fatigue predictions and on the speed of the crack 

propagation. 
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2 Fatigue strengthening 

2.1 Hot spot stress reduction factor 

In practice, when a fatigue crack is detected in a structural detail, the most common 

corrective action consists in welding the crack [1] and thereby resetting the fatigue 

life of the structural hot spot. However, if the ship operational profile remains un-

changed, the crack is expected to occur again after a period of time equivalent to the 

ship lifetime at the crack appearance (Tcrack). For a crack occurring after half the ship 

design life (TD), the welding repair might be deemed satisfactory since the cracking 

would not occur before the end of the design life. However, for a crack occurring 

before half the ship design life, the welding repair will not be sufficient to prevent the 

crack from reappearing within the design life. For that early cracking case, the rede-

sign of the structural detail should be preferred in order to reduce the hot spot stress 

and, by then, increase its fatigue strength. 

This section proposed a simplified approach to quantify the required hot spot stress 

reduction of the new structural detail design, so that its remaining fatigue life would at 

least meet the ship design life. The fatigue damage for a single slope S-N curve can be 

calculated with Eq.(1) as provided in IACS [2]. Although most of the S-N curves are 

doubly sloped, this single slope assumption of the S-N curve is deemed satisfactory in 

the case of an early crack appearance for which most of the fatigue damage is con-

sumed in the low cycle part of the S-N curve. 
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where ȹůHS is the long term hot spot stress range at the reference probability level of 

exceedance of 1/NR that is set to 10
-2
 and a 2-parameter Weibul function ũ( ) with a 

shape parameter ɝ taken as 1.0. K2 and m are the S-N curve parameters, and ND is the 

number of wave cycles experienced by the ship during the design fatigue life that can 

be expressed as: 

. Æ 4 σφυȢςυςτσφππȾτÌÏÇ, (2) 

where TD is the ship design life, f0 is the factor taking into account time in seagoing 

operations excluding time in loading and unloading, repairs, and L is the ship length. 

 

For validating the fatigue strengthening, this study employed a simplified approach 

that expressed the ratio of target fatigue damage to achieve the remaining design life 

of the vessel (Dtarget) to the fatigue damage at the crack occurrence (Dcrack) in the 

Eq.(3). 
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where K2,o and mo are the S-N curve parameters applicable to the hot spot of the orig-

inal stay design and K2,n and mn are the S-N curve parameters applicable to the hot 

spot of the new stay design, and where ȹůHS,crack and ȹůHS,target are the reference long-
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term hot spot stress range at the probability level of 1/NR,crack and 1/NR,target, respec-

tively, that results in Dcrack and in Dtarget, respectively, as calculated by Eq.(1). 

, and with 

$ 4 4 4ϳ  (4) 
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By assuming that the ship operational profile would remain unchanged after the crack 

repair and, by then, the long-term distribution of load cycles and loading conditions, 

the required hot spot stress range reduction to ensure a remaining life (TD - Tcrack) that 

meets the design life (TD) can be calculated by Eq.(6). 
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In the case where the S-N curves applicable to the hot spots of the original and of the 

new design of the stays are the same, the Eq.(6) can be further simplified as expressed 

in Eq.(7): 
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In the case where the S-N curves applicable to the hot spots of the original and of the 

new design of the stays are different, the reference hot spot stress range (ȹůHS,crack) for 

a probability of exceedance of 1/NR,crack, here set to 10
-2
, that results in a given dam-

age of the original design (i.e. Dcrack=TD/Tcrack) is to be deduced first as per Eq.(1), so 

that the target hot spot stress range can be evaluated as expressed in Eq.(8). 
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, and the hot spot stress range reduction factor formulation in Eq.(6) becomes Eq.(9). 
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For the original stay, the crack initiated from a hot spot located at the edge of a ma-

chine-cut soft toe. The FAT125 S-N curve with a slope set to m=3.5 is appropriate for 

this type hot spot to evaluate the fatigue damage as provided by the IACS [2] based 

on IIW recommendation [3]. A first fatigue strengthening strategy has consisted in 

increasing the soft toe radius and consequently, the same FAT125 (m=3.5) S-N curve 

was thus applicable. Another fatigue strengthening strategy was considered in line 

with IACS recommendation [4] that consisted in adding a face plate at the edge of the 

stay, so that the hot spot would now be located at the welded joint between the face 

plate and the deck. Consequently, the FAT90 (m=3.0) S-N curve was selected be-

cause commonly used for the fatigue assessment of welded connections by using the 
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stress interpolation technique [0.5t; 1.5t] as provided by IACS [2] based on Maddox 

[5] study. Fig. 2 illustrates the S-N curve FAT125 (m=3.5) and FAT90 (m=3). 

 

Fig. 2. S-N curves applicable to the fatigue assessment of the original and the fatigue-

strengthened stay. 

 

Fig. 3. Target hot spot stress reduction factor to be achieved by the fatigue strengthening. 

Then, the target stress reduction factor for crack occurrence at various ship lifetimes 

was evaluated as per Eqs.(7) and (9) for the two fatigue strengthening strategies, as 

shown in Fig. 3. It can be observed that, for the 'Enlarged soft toe radius' strengthen-

ing, the target stress reduction factor was approximately 13% larger than that pro-

duced for the 'Additional face plate' strengthening, and as such, this first strategy 

looked more efficient to strengthen the stay against fatigue cracking. Over all the 

considered ships, the earliest crack occurred after 1.0 year operation. Therefore, to 

produce accordingly a satisfactory strengthening against fatigue cracking, the target 

hot spot stress reduction factor to be achieved by the new stay design should be ap-

proximately of 40% for a redesign involving a larger soft toe radius, or 28% for a 

redesign involving an additional welded face plate. 
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2.2 Hot spot stress reduction evaluation 

This study employed finite element analyses (FEA) to evaluate the hot spot stress 

reduction between the original and the redesigned stays. For that, an identical nominal 

loading condition will be applied on both stays FE model, so that the produced hot 

spot stresses can be consistently compared. For those FE analyses, the orientation of 

the load must reflects the realistic load configuration that maximized the stress at the 

hot spot and, as such, contributed the most to the fatigue. For the hatch cover ultimate 

strength assessment, the IACS [6] requires to consider that the on-deck containers 

longitudinal component of the inertia loads transmitted to the hatch cover is carried by 

the stoppers, while the bearing pads, thereby assumed frictionless, would only transfer 

the vertical component of the inertia loads. However, in Fig. 1, the orientation of the 

crack path helped identifying the direction of the principal stresses driving the fatigue 

that, by definition for a mode I of crack opening, are perpendicular to the crack direc-

tion. This crack orientation was thus induced by an in-plane bending of the stay dri-

ven by the longitudinal inertia load fluctuations transmitted from the hatch cover to 

the top of the transverse coaming, so that non-negligible friction forces were transmit-

ted through the bearing pads. Likewise, the IACS [4] provides several recommenda-

tions for the strengthening of transverse hatch coaming stays that suffered fatigue 

cracking, and identifies the source of the damage as being due to an "insufficient con-

sideration of the horizontal friction forces in way of the bearing pads for hatch cov-

er". Finally, it worth being noted that, as located inside the line of hatch opening, the 

stays are not exposed to the global bending and torsion of the hull girder, and those 

effects were here disregarded accordingly.  

In addition, the IACS requirements [6] for the hatch covers ultimate strength eval-

uation provide design loads that, at the considered foremost container bays (see Fig. 

1), set an extreme cyclic heave acceleration amplitude of 0.45 g's and a longitudinal 

acceleration of 0.2 g's. The combination of those vertical and longitudinal accelera-

tions was thus used in this study as a first estimate to determine the orientation of the 

crack driving loads, here set to Fx = 44%Fz, to be applied for the hot spot stress reduc-

tion assessment. 

The stays local FE models were then made of shell elements with a very fine mesh 

size set to the plating thickness, so called 't×t', and the steel material represented as 

linear elastic. Fig. 4 shows the Finite Element models of the original stay and those of 

the strengthened stay designs. This model was deemed small enough to be rapidly 

built and sufficiently large to reduce the effect of the boundary conditions on the hot 

spot stress. Finally, a nominal load with an orientation of Fx = 44%Fz was applied at 

the top plate in way of the stay, where the bearing pads are located, and an amplitude 

arbitrarily set so that, for the original stay, a hot spot stress of 100 N/mm
2
 was ob-

tained that enabled a clearer observation of the stress reduction factor (%) achieved by 

the strengthened stay designs. 

All the strengthened stay designs employed the same 11 mm mild steel plating as 

for the original design, so that new hot spots would not arise by mounting stays sig-

nificantly stiffer than the adjacent hatch coaming structural members. Fig. 4 shows, 

for the various designs of stay, the main modifications and the resulting hot spot stress 
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produced by FEA. It can be observed that by enlarging the soft toe radius to 400 mm, 

the hot spot stress reduction factor (92%) did not meet the target value of 40% (see 

Fig. 3), whereas by adding a face plate, the hot spot stress reduction factor of 'FP2' 

(27%) did meet the target value of 28%. In addition, as recommended by the IACS [4] 

to improve the fatigue strength, a full penetration butt-weld was provided at the face 

plate connection to the deck. 

 

Fig. 4. Local FE model of the Stay-L2 at Fr.206 (left) and hot spot stress reduction assessment 

for the strengthened designs (right). 

3 Fatigue life assessment 

3.1 Ship operational profile 

The 6 sister vessels were chartered on a North Pacific route between Taipei and Los 

Angeles with a time in seagoing condition corresponding to 80% of their operations. 

The average speed was set to 80% the vessel design speed of 22.7 knt and two loading 

conditions were considered by this study corresponding to 75% and 100% the total 

deadweight capacity. Table 1 lists the ship hydrostatic properties for those two load-

ing conditions. The actual on-deck containers loading conditions of the foremost bays 

were not made available, but the loading manual indicated that, between 75% to 

100% the total design capacity, the on-deck container mass distributions at those bays 

would be identical with an average mass of 24 t per 40' containers. For this study, it 

was thus assumed that the bays were commonly fully loaded. Table 2 lists the details 

of the related on-deck container bay arrangement. 
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Table 1. Ship hydrostatic properties. 

 
75% DWT 100% DWT 

Displacement (t) 40516.1 45880.8 

LCG (m) 98.32 97.54 

VCG (m) 13.88 14.49 

Draft - MS (m) 10.48 11.42 

Trim (deg) 0.27 0.53 

Table 2. Foremost baysô containers arrangement on hatch covers. 

Bays (see Fig. 1) 
14 

15  13 

10 

11  09 

06 

07  05 

02 

03  01 

Containers arrangement 

on hatch covers 

4 Tiers 

× 11 Rows 

4 Tiers 

× 11 Rows 

4 Tiers 

× 7 Rows 

2 Tiers 

× 5 Rows 

Mass of bay (t) 1056 1056 672 240 

XG (m) 140.6 154.7 170.5 184.6 

ZG (m) 24.4 24.4 24.4 24.5 

3.2 Ship motions and structure  analyses 

The structural model of the foremost hatches was made of shell elements with a mesh 

size set to the stiffener spacing (here ~600 mm) and the steel material was represented 

as linear elastic. In addition, at the hotspots, the transverse coaming stays on Fr.206 

and Fr.210 were represented using the very fine mesh 't× t' technique previously de-

scribed in section 2.2. Fig. 5 shows the Finite Element model of the foremost hatches 

that extended vertically from the 2
nd

 deck, with the container mass carried by the cor-

responding hatch covers represented through mass elements (red squares) located at 

the center of gravity provided in Table 2, and the interpolation elements (blue lines) 

that were employed to distribute the inertia loads from the mass elements to the cor-

responding hatch covers bearing pads. Finally, the aft and fore ends of the model, as 

well as the 2
nd

 deck were set as simply supported. Though bigger than the local mod-

els presented in Fig. 4, this model was deemed small enough to be rapidly built and 

sufficiently large to reproduce realistically the inertia loads distribution on the hatch 

coaming and to reduce the effect of the boundary conditions on the hot spot stress. In 

addition, the sliding of the hatch cover was here disregarded, as discussed in section 

2.2, by the use of the interpolation elements that transmitted the whole of the longitu-

dinal component of the inertia loads through the bearing pads. 

A first FE model was created based on the original design of the stays, and then a 

second version was made by replacing the critical stays-L2, -L5 and -L8 at Fr.206 by 

the strengthened stay design 'FP2' presented in Fig. 4. The structural response was 

evaluated by static analysis conducted with NX NASTRAN [7] and the loads in terms 

of ship motions and accelerations were transferred from seakeeping analyses carried 

out through Hydrostar [8]. 
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Fig. 5. Foremost hatches FE model. 

First, the structural response in stillwater condition was evaluated by FEA. Table 3 

lists the mean stress at the hot spots of each stay that appeared to be always in tension 

since this loading condition resulted in the inward deflection of the transverse hatch 

coamings at Fr.206 and Fr.210. The mean stress effect was thus disregarded in the 

next fatigue life assessment, since it is especially relevant for compressive mean 

stress.  

Table 3. Hot spot mean stress at the transverse coaming stays. 

ůmean 

(N/mm2) 

Fr.206 Fr.210 

L2 L5 L8 L11 L14 L2 L5 L8 

Original stays 34.5 20.3 25.5 8.8 -16.4 25.5 11.8 9.9 

Strengthened stays 19.8 16.6 15.2 - - - - - 

 

The seakeeping analyses were then carried out using the potential flow theory CFD 

software Hydrostar [8] for the two considered loading conditions (see Table 1). The 

ships motions were evaluated for 36 wave headings from 0° to 350° and for 40 wave 

frequencies from 0.05 rad/s to 2.0 rad/s. Fig. 6 shows, for both loading conditions, the 

produced response amplitude operators (RAO) of ship heave acceleration and pitch 

motions. It appeared that the largest motions were obtained for the head sea (here, 

h=180deg) and quartering seas, and that the largest motions were induced for the 

loading condition set to 75%DWT. Therefore, since the foremost baysô hatch covers 

carried the same on-deck container mass for both loading conditions, the inertia loads 

produced by the 75%DWT motions will be larger than for that of the 100%DWT, 

and, accordingly, the fatigue lives obtained for the 75%DWT motions were antic-

ipated to be the lowest. 
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Fig. 6. RAOs of ship heave acceleration (top) and pitch motion (bottom) and corresponding 

peak values' wave heading distribution. 

 

Fig. 7. RAO of hot spot stress of the original stay-L2 at Fr.206 for 75%DWT (left), and corres-

ponding peak values' wave heading distribution for the original and the strengthened stays for 

loading conditions set to 75%DWT and 100%DWT (right). 

After transferring the loads to both the original and the strengthened stays FE models, 

the finite element analyses were conducted and the RAO of hot spot stress were then 

extracted as needed for the spectral fatigue assessment. Fig. 7 (left) shows the RAOs 

of hot spot stress of the stay-L2 at Fr.206 for a loading condition set to 75%DWT, and 

(right) the corresponding peak values of the original and the strengthened stays for 
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loading conditions set to 75%DWT and 100%DWT. It can be observed that the larg-

est stress RAOs occurred in head (here, h=180deg) and quartering sea, while rapidly 

dropping for beam sea and beyond until following sea (here, h=0deg). It appeared also 

that, for the strengthened stay, the peak values dropped significantly compare to those 

of the original stay, up to 3.6 times decrease for the head sea and both loading condi-

tions. 

3.3 Fatigue damage accumulation 

Spectral fatigue analyses (SFA) were conducted to evaluate the fatigue damage for 25 

years of seagoing operations. The 3-hour short-term stationary irregular sea states was 

described by a Pierson-Moskowitz wave spectrum combined to a cosine 2s wave 

spreading spectrum as recommended by IACS [9] to represent a fully-developed sea 

that corresponds to most of the sea-states encountered by the vessels. For the North 

Pacific route (i.e. 'Taipei to Los-Angeles') on which the ships were chartered, and the 

South China Sea route (i.e. 'Taipei to Singapore') on which the ships is presently char-

tered (see Fig. 8), the long-term wave environments were derived from the wave scat-

ter diagrams provided by the Bmt [10] for various ocean areas. The equivalent wave 

scatter diagram was produced as the sum of the scatter diagrams corresponding to the 

ocean areas crossed by the ships along the shortest path and weighted by the fraction 

of time in each area which was taken as the ratio of the crossed distance in each area 

to the total distance. The encountered wave headings were taken as uniformly distri-

buted. This approach disregarded thus the effect of the speeds and heading variations 

induced by the routing under weather and operations constraints. Finally, the S-N 

curves presented in Fig. 2 were used to evaluate the accumulated fatigue damage of 

the original and the 'FP2' fatigue-strengthened stays (see Fig. 4). 

 

Fig. 8. Considered trading routes drawn on Bmt's 'Map of Area Subdivisions' [10]. 


















